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(57) ABSTRACT

The invention relates to an isocyanate-containing prepolymer
obtainable by reacting at least one isocyanate which com-
prises methylene diphenyl diisocyanate with at least one first
compound selected from the group comprising monohydric
alcohols, thiols and secondary amines and with at least one
second compound selected from the group comprising mono-
hydric alcohols, thiols and secondary amines.
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